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Why III-V NW GAA Heterojunction 

TFETs (HTFETs)?

IEDM 2016 3

Broken gap III-V  heterojunction 

TFET (HTFET): High ION

Benefits

Steep swing for low power (LP) 

operation (VDD < 0.5V)

Challenges

Low ION  due to BTBT in the path 

of the current)

High Quality material, interface, 

and d scaling for SS < 60 and

low leakage

Concept

Availability 

of carrier 

filtering 

through 

BTBT

Scaled d: Key 

for improved 

electrostatic 

control and SS

InAs/GaSb

Homojunction TFET

Long Ltunneling

Low ION
Short Ltunneling

High ION

ON-state

ON-state

S
D
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Experimental III-V NW HTFETs
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trends of improved ü ION
with dscaling 

sub ü 10 nm wires? 

IIIü -V pTFET?
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Computational challenge to assess per-

formances of sub 10 nm III-V NW HTFETs

5

üBTBT + quantum confinement + heterojunction : Most 

expansive full band (e.g. Tight binding) quantum transport 

(e.g. NEGF) models

üNW: Full 3D simulation (3D geometry) (NW GAA (3D) time/IV Ó 

100 × planar DG (2D)

d4

scaling

d6 

scaling
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Mode Space approach for full band 

atomistic simulation

6

üBTBT: Most expansive full band (e.g. Tight binding) quantum transport

(e.g. NEGF) models

üFull 3D simulation (3D geometry) 

ČWe have developed an efficient, accurate and  innovative 

full-band mode space (MS) NEGF technique 

<RAM/10

250×

speedup

<<d4 scaling<<d6 scaling

A. Afzalian et al.  IEDM 2016
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Accuracy of Atomistic Mode Space 

(MS) technique

A. Afzalian 7

10 orbitals/atom MS vs. RS

MS Speed up 

>150 ×
Error <1%

InAs / GaSb 

NW TFET
RS

MS

d = 5.45 nm  

InAs/GaSb NW HTFET 

with 

> 100.000 atoms 

GaSb

source
InAs drain

InAs

channel

A. Afzalian et al.  VLSI-TSA 

2016 (invited)

[100]



MS principle: Hamiltonian (H) size reduction by 

an incomplete basis transformation

Blue: Full Model (Real space (RS))

Red: reduced rank Model (Mode space (MS))

E-k points sampling to construct 

the MS basis (o)

[100] InAs NW slab, d

= 5.45 nm, sp3s*_so)

BS obtained using optimized MS basis 

(×) vs. RS basis 

MS H size is 5% of RS one

8

A. Afzalian et al.  IWCE 2015

Reducing H size meansloss of information 

Equivalent in a desired (smaller) energy range
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Unphysical branches Problem with MS 

Tight-binding (TB) 

9

Traditional ñeffective mass-

likeò MS basis  L

Optimized MS basis okJ
(A. Afzalian et al.  IWCE 2015)

Tailor 

extra 

basis 

vectors*

MS Speed up >150 ×
Error <1%

Blue: Full Model (Real space (RS))

Red: reduced rank Model (Mode space (MS))

*Milônikovet al.,PRB 85, 035317 (2012), 

A. Afzalian et al. arXiv:1705.00909 [cond-mat.mes-hall] (2017)

This study: >50 MS bases, speedup up to 10,000×



Final Workshop ς10 November 2017

Reduction ratio (r) vs d

r= 1%

Initial InAs MS bases

Optimized InAs MS bases

Averaged r vs. d

ŷNatomsᶿd2

ŷnmodes << dθ2

sp3s*SO

d = 18.2 nmd = 5.45 nm

r=5%

d = 18.2 nmd = 5.45 nm

InAs/GaSbNW nTFET

(A. Afzalian et al. arXiv:1705.00909 [cond-mat.mes-hall] (2017))

ü# of UMôs and challenge to clean 

MS bases: ŷd

ü r and speed up improves with d



MS performances vs. d

d = 18.2 nm

RAM/100

10.000×

speedup

<<d4 scaling

<<d6 scaling

1.080.000 atoms!!

d = 5.5 nm

100.000 atoms

InAs-GaSb NW nTFET

ü r and MS performances ŷd

ü MS enabled ŷd, #atoms NW ever 

atomistically simulated. 

sp3s*_so

(A. Afzalian et al. SSDM 2017, invited,  A. Afzalian et al. arXiv:1705.00909 [cond-mat.mes-hall] (2017))
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Validation to fabricated III-V InAsNW MOSFET:

Gate
S D

Back-Gate

SiO2

InAs NW

InAs Sub.

InAs

NWs

(a) (b)

(c)
GAA Flow

NW Growth

High-k ALD

Gate Metal Sputter

NW Transfer to SiO2 sub

S/D Litho

Gate Metal Wet Etch

High-k Etch

S/D Deposition + Liftoff

Gate Pad Litho+Dep.+Liftoff

Post Metallization Anneal

(d)

[111] d =12 nm. L = 300 nm.
[100] d = 5.5 nm. L = 15 nm.

sp3s*_SO basis

ü Good Match with measured BTBT current

ü Ballistic ratio of 75%

ü Support experimental program development

VD = 0.5V

MOCVD grown InAs wire 

(T. Vasen et al. VLSI 2016)

(A. Afzalian et al. SSDM 2017, invited,  A. Afzalian et al. arXiv:1705.00909 [cond-mat.mes-hall] (2017))
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Scaling perspective for III-V 

broken gap nanowire TFETs

13



Simulated ideal (n)TFET devices:

14Tight Binding basis = sp3s* with SO  (SO: spin orbit coupling,  10 orbitals /atom)

GaSb P+ Source NS

InAs N+ Drain

ND ~1-10x1018 cm-3

Gate length  

L = 10 -25 nm

d = 4 ï7 nm

Gate oxide 1.816 nm of Al2O3 ĄEOT planar å 0.7 nm, Dit=0

InAsI-channel

InAs N+ Pocket

NP, LP

Perf. boost: 2-3×

P I
N

N
Underlap (I) 

LUND

Channel orientation:[100], [110], [111]

For each L, optimization on d, channel orientation, doping profiles, 

pockets, drain underlap
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Optimized LP GAA NW  InAs/GaSb 

TFETs vs. Si nMOSFET

15

pTFET

nTFET

TFET performance degrades quickly for L < 20 nm

× TFET: VDD=0.3V

× MOSFET: VDD=0.45V

× For each L, 

optimization on d, 

channel orientation, 

doping profiles, 

pockets, drain 

underlap.

Si nMOS

A. Afzalian et al.  IEDM 2016
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Strong TFET performance degradation 

with L: Short channel effects:

16

pTFET

nTFET

1) Increased Source-to-drain tunneling (SDT) at 

shorter L reduces design window (channel 

orientation ,drain doping)

TFET: × VDD=0.3V

MOSFET: × VDD=0.45V

For each × L, full 

optimization

Si nMOS
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nTFET, L = 12 nm, @VG = 70 mV

SDT degrades TFET performances (SS -> ION ) for LÒ 20 nm 

Mitigation: ŷLeff (ŹND , underlap)

Source to drain tunneling (SDT)

17

SDT degrades SS

EV-GaSb J(E) [A/eV]

Optimized [100] nTFETs

E
(
e
V
)

x (nm)

SSŷ

IONŹ
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SDT vs. channel orientation: nTFET

A. Afzalian 18

L= 20 nm: ñless SDTò

ü[111]/[110]:ŷTON (Smaller Egeff, lower m*) Č+50% ION at L=20nm 

ü[100] : less SDT, but ŹTON : best at L = 12 nm

L= 12 nm: ñmore SDTò

SDT
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SDT vs. channel orientation: pTFET

A. Afzalian 19

L = 20 nm

ü[111]: best performance (+ 30% ION) at L = 20 nm 

ü[100] : best at L = 12 nm

L = 12 nm
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Drain engineering: trade-off

Balanced ND and optimized drain underlap for maximizing ION at a 

given VD (VDD) and IOFF spec.

ON current improves with ŷND

Physical limiting mechanism: 

on-current saturation
Physical limiting mechanisms: 

Ambipolar current, SDT

OFF leakage improves with ŹND

20

*A. Afzalian et al.  VLSI-TSA 2016 (invited), A. Afzalian et al. arXiv:1705.00909 [cond-mat.mes-hall] (2017)

A. Afzalian



Drain engineering: on-current saturation*

VD = 0.35 V

ND= 

1x1018

ND = 5x1018 VG = 0.45 V

ECch

EFd
ECd

EFs

x (nm)

E
(
e
V
)

ND = 1x1018

ION saturates as Tunneling windows 

does not increase with VG :

üMax. windows is EFsïEFd = VD (eV)

üsmaller if S or D band edges  are 

non-degenerated (e.g. ND is too low)

21

x (nm)

VG = 0.35 V

ND = 1x1018 

5x1018

EVs
ECch

EVch

EFd

E
(e

V
)

ECs

EFs

*A. Afzalian et al.  VLSI-TSA 2016 (invited), A. Afzalian et al. arXiv:1705.00909 [cond-mat.mes-hall] (2017)

DVG



Optimal doping vs. L@VDD = 0.3V

SDT/ION sat

n, L =20

p, L=20

[100]

p, L =12

n, L =12

Increased SDT at L = 12 nm reduces optimal drain 

dopingČ penalty on ION :

Ptfet is most affected:ŷVB-DoSDĄŷION saturation 22
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Strong TFET performance degradation 

with L: Short channel effects:

2) d scaling below ~5.5 nm is not effective for TFET 

(especially for pTFET)

d = 5.5

d = 5.5

d = 6.5

d = 5.5

Optimal d [nm]d= 5.5

Si nMOS

23
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Optimally balanced InAs/GaSb TFET 

transport properties @d ~5.5 nm

L = 20 nm L= 12 nmpTFET

× dŹ: ŷSS (ŷElectrostatic control, ŷm*, ŷDoS, ŷEgeff)

× dŹ: on-regime Ź: Area Ź, TONŹ (ŷm*, ŷEGeff) , ION saturation ŷ(DoSDŷ)

Č Optimal performances at d ~ 5.5 nm both for L = 20 and 12 nm

[100], [111]
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